
YOUR REF: 10173122 
DATE RECEIVED : MAR 29, 2016 
DATE REPORTED: MAR 31, 2016 

Report No : CTSSA/14165/16
Company :  

TEST REPORT 
Supplier :  
Product Description : Powder Free Nitrile Examination Glove 
Sample Quantity : 13 pieces 
Size : Medium 
Test Conducted : Dimensions 
Testing Method : EN 455 Part 2: 2009+A1:201 1 

Size M M M M M M M M M M M M M Median
Width
Med. 95±10mm 96 96 96 97 96 97 96 97 96 96 96 96 96 96 
Length 
Med ≥ 240mm 242 242 243 243 243 243 244 243 244 245 243 243 242 243 

Results : Acceptable 
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